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Dolomitic Lime Stone Analysis 

 

 

Analysis Date: 19/03/2024        

Code: 14  

 

Test Result% 

CaCO3 (Precipitation) 35.88 
MgO(Precipitation) 19.74 

R2O3 0.06 
SiO2 0.05 
LOI 43.75 

 

 

Available in: 

10-40mm 

30-50mm 

10-80mm 

 

*All products of ECC industries are quality assured and any rejection in quality would have reparative 

**ECC lime laboratory is an SGS evaluated and approved laboratory 
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